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Test Report

Applicant ：GuangZhou WanPi ChongWu YongPin YouXian GongSi

Address ：BaiYun Qu YunJing Lu YunJia Jie 3 Hao 518 Fang ( Jin Zuo Ban Gong Yong Tu)

Manufacturer ：SuiZhouShi HongRongSheng WanJu YouXian GongSi

Address ：SuiXian JingJi KaiFaQu 9 Hao

The following sample(s) was /were submitted and identified on behalf of the clients as ：

Sample Name ：Latex

Sample Description ：Latex Small Animal Toy

Trade marks ：Chiwava
Sample Model ：DTL00065
Additional Model ：DTL00065-AC,DTL00065-AC-4PCS,DTL00065-4PCS,

DTL00065-FBA-CA,DTL00065-US,DTL00065-CA,DTL00065-mx,
DTL00065-MX,DTL00065-UK,DTL00065-DE,DTL00065-FR,DTL00065-IT,
DTL00065-ES,DTL00065-JP,DTL00065-SE,DTL00065-AU,DTL00065-BR,
DTL00065-IN,DTL00065-NL,DTL00065-AE,DTL00065-TR,DTL00065-SE,
DTL00065-SG,L16001T,LT16001-AC,LT16001-AC-4PCS,LT16001-4PCS,LT
16001-OR,LT16001-OG,LT16001-GN,LT16001-YL,LT16001-PK,LT16001-B
U,LT16001-MX,DTL00065-OR,DTL00065-OG,DTL00065-GN,DTL00065-Y
L ,DTL00065-PK, DTL00065-BU

Sample Received Date ：Dec.25,2020
Testing Period ：Dec.25,2020 To Dec.30,2020

Test Requested ：Selected test (s) in the selected parts as requested by client with 2004/12/EC
Directive of the european parliament and of the council amending Directive
94/62/EC on packaging and packaging waste

Test Method ：Please refer to next page(s).
Test Result ：Please refer to next page(s).

Signed for and on behalf of

Andy Zheng
Technical Director
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Sample Discription:

M1 Box

M2 Black cloth + black mesh cloth + black rope

M3 Black plastic button

Test Result:

Test Item(s) Unit Test Method (Reference)
Result

MDL Limit
1 2 3

Cadmium(Cd) mg/kg
IEC 62321-5:2013,

ICP-AES
N.D. N.D. N.D. 2 --

Lead(Pb) mg/kg
IEC 62321-5:2013,

ICP-AES
N.D. N.D. N.D. 2 --

Mercury(Hg) mg/kg
IEC 62321-4:2013,

ICP-AES
N.D. N.D. N.D. 2 --

Hexavalent
Chrormium
(CrVI)

mg/kg
IEC 62321-7:2015,

UV-Vis
N.D. N.D. N.D. 2 --

Total N.D. N.D. N.D. -- 100

Note： 1. mg/kg= ppm
2. N.D.= No Detection(<MDL)
3. MDL = Method Detection Limit
4. -- = No Testing



Report No : TST202012H1922-7EN Date:Dec.30,2020 Page 3 of 4

Unless otherwise agreed in writing,this document is issued by the company subject to its general conditions of service printed overleaf ,availalbe on requesst or
accedssible at http://www.tst-test.com/about-1.asp?id=12. Attention is drawn to the limitation of liability,indemnification and jurisdiction issues defined therein.This
report shall not be altered,increased or deleted.The results shown in this test report refer only to the sample(s) tested. Without written approval of TST, this test report
shall not be copied except in full and published as advertisement.

2F Yinhe Building Hetian Road,Houjie Town, Dongguan, Guangdong, China
中国广东省东莞市厚街镇河田大道 47号银河大厦 2层

Tel: 86-769-85088050
Http://www.tst-test.comTST Testing Technology Co., Ltd.

信准检测技术服务(东莞)有限公司

Fax:86-769-85088450
Email:tst@tst-test.com

Test Report

Test Process:

1.Test for Cd/Pb /Hg Content

Weigh sample and

Place in a conical flask

Add digestion

reagent

Digest samples

On hot plate

Analyze by ICP-AES
Make up with

Deionized water

Transfer the digestive

Solution into a

Volumetric flask

2.Test for Chromium(VI)Content

Weigh sample in an

Erlenmeyer flask

Add digestion

Solution and

heating

Adjust the pH of the

Solution to 7.5±0.5 and

Transfer the solution to a

volumetric flask

Analyze the mixture by

using UV-Vis

spectrophotometer with

wavelength set at 540nm

Add diphenylcarbazide

solution

Make up with

Deionized water
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Sample photo:

*** End of Report ***


